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ITEM - CEMENT TREATED SUBGRADE 
 
The cement treated subgrade shall consist of a _ inch compacted thickness of cement treated 
material and shall otherwise conform to the requirements of Section 302 of the Standard 
Specifications, and Contracts and Specifications Stored Specification "302CTSG.". 
 
For estimating purposes the cement shall be added to the material to be treated at the rate of * 
pounds per square yard. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
DESIGNER: 
 
* To be supplied by the Geotechnical Engineer. 


